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A B S T R A C T

Improving industrial processes such as filtration of colloidal suspensions requires an in depth understanding of
colloidal stability that is linked to interparticle interactions. One way of investigating such phenomena is to de-
termine colloidal phase diagrams and to characterize structure and rheology in various regions of the phase dia-
grams. Such a strategy was applied in the present paper to the case of boehmite dispersions. The phase diagram
of this material, obtained from osmotic stress experiments shows a non trivial behavior, as the sol/gel transition
line of boehmite displays a positive slope at low ionic strength and a negative one at higher ionic strength. Com-
bining structural (SAXS) and rheological measurements, it appears that such a behavior can be linked to the ratio
between particle anisotropy and Debye length. Such an interpretation is confirmed by modeling the evolution of
elastic moduli in various regions of the phase diagram. The model developed takes into account the anisometric
nature of particles and provides reasonably accurate predictions of the electrostatic interaction potential in the
system.

1. Introduction

Boehmite has been studied for decades owing to its essential indus-
trial importance. In particular, boehmite being a precursor of γ-alumina
is widely found in alumina related industries: catalyst carriers, ceram-
ics, metallurgy, treatment of Al-rich radioactive waste. Most boehmite
properties are related to its particular structure. Its building structural
unit is composed of octahedral double sheets of edge-shared AlO4(OH)2
aluminum oxy-hydroxide chains. Two surface oxygen of these layers
are linked via hydrogen bonding, which provides a highly polarized,
stable hydroxyl-functional surface [1].

Boehmite particles display a wide range of morphology evolving
from elongated fibers towards diamond-shaped platelets. As far as syn-
thetic boehmite is concerned, these various particle shapes can be ob-
tained by varying the pH used during synthesis [2,3]. In contrast to clay
minerals, boehmite does not present any atomic substitutions yielding
structural charge [4] and, consequently the interlayer region between
two sheets is free of charge balancing counterions and layer cohesion
does not involve electrostatic forces. Despite these structural differ-
ences, the rheological properties (shear-thinning, thixotropy,…) of
aqueous boehmite dispersions and its phase behavior are somewhat
similar to those of clay minerals.

Concerning the phase behavior of boehmite, an isotropic-nematic (I-
N) phase transition was observed by Buining and Lekkerkerker, (1993)
in the case of highly anisotropic charged boehmite rods [5], whereas
gelation with shear induced birefringence was found instead in plate-
like boehmite [6]. Apart from the study of Fukasawa and Tsujii [6], the
phase behavior of boehmite platelets has scarcely been studied, which
appears rather surprising considering the wide use of suspensions of
this material in various industrial applications.

In contrast, rheological studies on boehmite dispersions have re-
ceived more attention [7–13]. One of the earliest attempt to interpret
the exceptional stability and elasticity of boehmite dispersions on the
basis of the interaction forces between platelets dates back to the 70′s
and was carried out by Ramsay et al. [9]. Stable boehmite dispersions
were found highly elastic and thixotropic, which was assigned to short-
range interparticle repulsions. This was indeed evidenced in the work
of Karaman et al., (1997) [14] who studied the interactions between
alumina coated silica spheres and flat alumina substrates using atomic
force microscopy (AFM). In this latter work, the observed repulsion was
assigned to natural hydration forces combined with the observation of a
gel layer at the alumina surface. Interestingly, the formation of such hy-
drated gel layer was earlier mentioned by Beattie et al., (1996) [10]
who linked it to the presence of mono- or polymeric ionic species that
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condense at the surface and provide repulsion at small interparticle sep-
aration distances (< 5 nm).

On the basis of rheometric measurement carried out at different pH
and ionic strengths, Evanko et al.,(1997) [7] also analyzed the effect of
enhanced electrostatic repulsion on the viscosity of concentrated
boehmite dispersions. It then appears that particle-particle interactions
and bulk rheological behavior are intimately linked and that studying
them in parallel could provide viable insight into structure-property re-
lationships.

The present work focuses on platelet-shaped boehmite dispersions
and investigates the effect of electrostatic interactions on the phase be-
havior, structural and rheological properties of these aqueous suspen-
sions. In a first step, boehmite dispersions were equilibrated at fixed
ionic strength by osmotic stress experiments to yield the equation of
state (osmotic pressure curves vs. solid volume fraction) and phase be-
havior as a function of both solid volume fraction and ionic strength.
The rheological features of the suspensions (in particular yielding and
elasticity) were then measured in various areas of the previously deter-
mined phase diagrams. In parallel the structure of the suspensions was
investigated by small angle X-Ray scattering (SAXS). Based on such in-
formation, we attempted to rationalize high frequency elastic moduli
on the basis of electrostatic effects in the systems and took into account
the anisotropic nature of boehmite particles by using effective volume
fractions. In a last step, electrostatic interaction potentials between
boehmite particles have been derived.

2. Materials and methods

The present study focuses on an industrial boehmite powder, Pural
SB provided by Sasol group (Germany). This is a high purity microcrys-
talline powder (45 ppm of Fe, 450 ppm of Ti, <40 ppm of S, <50 ppm
of Cl, <20 ppm of Na and 0.2 wt% of C) obtained via hydrolysis of alu-
minum alcoholate in water. Previous X-ray diffraction and small angle
X-ray studies [15] revealed the presence of platelet-shaped particles
with average length and thickness of 10 nm and 3 nm, respectively. A
representative TEM micrograph of the studied boehmite particles is dis-
played in SP.1 of supplementary information (see Appendix A) reveal-
ing aggregates of slightly anisometric platelets.

Boehmite sols were obtained by peptizing the powder in an aqueous
solution containing 0.186 mol·L−1 of nitric acid at a total solid concen-
tration of 143 g·L−1. A mixing step using a high-speed disperser (Ultra-
Turrax™) was carried out to ensure mechanical breakage of large ag-
gregates into smaller units. Peptization mechanisms of boehmite in the
presence of inorganic acids have been largely studied by several re-
search groups [16–18] revealing a complex interaction chemistry at the
boehmite – acid interface that results in the formation of colloidal sol.
Detailed information about peptization can be found elsewhere
[16–18].

The translucent sols thus obtained were then centrifuged at 4 000 g
during 4 h in order to eliminate remaining large agglomerates. The re-
sulting supernatant (pH 1.3) was then placed in a porous cellulose
membrane with a cut off of 6–8 kDa for dialysis in order to remove
ionic species. A buffer reservoir was renewed 1–2 times per week to ac-
celerate the process. The pH of the reservoir was fixed at 5.0–5.2 by
adding a few droplets of nitric acid (6.8 wt% HNO3). The conductivity
of the added solution is around 2–3 μS/cm and the conductivity in the
reservoir was then monitored. Renewal by fresh reservoir solution is
stopped once the conductivity of the reservoir displays an equilibrium
value of 5 μS/cm. Typical total time for such a procedure was around
1–2 months. The volume fraction of the resulting boehmite dispersions
after dialysis is ϕ = 0.4 vol% (= 12.7 g·L−1), and the pH is equal to 6.2.

In order to vary the ionic strength of the suspensions, various
amounts of KNO3 were added into the buffer reservoir at concentrations
of 0.0809 g·L−1 and 1.110 g·L−1 that corresponds to calculated values of
ionic strength 8·10−4 M and 1·10−2 M, respectively according to

(1)

where ci is the molar concentration of ions and zi the number of
charges on the ion. The composition of the aqueous phase was analyzed
in the following way. Assuming equilibrium inside the dialysis bag and
in the buffer reservoir, the latter was used for the analysis of nitrate,
potassium and aluminum ions. Measurements were performed by in-
ductively coupled plasma emission spectrometry (ICP-AES) to trace
potassium and aluminum and by ion chromatography for nitrate deter-
mination.

Suspensions at various ionic strengths were then subjected to os-
motic stress experiments. In these tests, cellulose dialysis tubes with a
molecular weight cut off of 6–8 kDa were filled with 50 mL of boehmite
dispersions and placed in 500 mL tubes containing PEG (MW = 20,
000) solutions at a fixed ionic strength. In such conditions, the relation-
ship between PEG concentration, φPEG, and osmotic pressure, Π, is
given by [19].

(2)

The duration of the experiment was fixed at 1–2 weeks for boehmite
systems, as such duration likely allows reaching osmotic equilibrium.
The solid content of the osmotically stressed concentrated dispersions
was evaluated by mass balance after drying at 140 °C during 24 h.

Optical transparency of diluted boehmite sols after dialysis
(ϕ = 0.4 vol%) enables performing size distribution tests via Dynamic
Light Scattering (DLS). These measurements have been carried out on a
DLS setup of Cordouan Technologies. The incident beam of a He-Ne
laser (λ = 658 nm) passes through the sample in a 10 mm Hellma
quartz cuvette. The backscattered light is recorded at 90° by an
Avalanche PhotoDiode (APD) detector and used after to build an inten-
sity autocorrelation function G2(Q,t) (with wave vector Q and time t) to
describe fluctuations in scattered light. G2(Q,t) is related to the modu-
lus of the normalized field autocorrelation function g1(Q,t) by the
Siegert equation

(3)

where α is a baseline and β is the coherence factor.
The time dependence of g1(Q,t) is essentially linked to the dynami-

cal properties of the given dispersion. In the case of Brownian monodis-
perse systems, it is described by a single exponential decay, where Γ is
the decay rate

(4)

For a polydisperse system g1(Q,t) is written as a sum of exponential
decaying functions as

(5)

From the sum of exponential decaying functions, a standard Leven-
berg-Marquardt is used to adjust the weight of each exponential decay-
ing function. If the studied dispersion is composed by Brownian parti-
cles, the diffusion coefficient can be further defined via ,
which enables determining the hydrodynamic radius Rh of the hard
sphere-equivalent using Stokes-Einstein equation

(6)

where kB is the Boltzmann constant and η is the dynamic viscosity of
the continuous phase.

The evolution with pH of the zeta potential ζ of suspensions for ionic
strengths of 8·10−5 M, 8·10−4 M and 1·93·10−3 M was measured on a
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Malvern Nano-ZS zetasizer at ambient temperature. Measurements
were carried out without any sample dilution (boehmite concentration
of 12.7 g·L−1). The dispersions were equilibrated for 1 min prior to each
measurement. Analysis was repeated 3 times, each measurement cycle
was based on over 50–100 runs and averaged.

In the present work, rheological measurements were performed us-
ing a Modular Compact rheometer, MCR 302 from Anton Paar instru-
ments equipped with parallel plates geometry. Two plates with a cross-
hatched surface were used to avoid wall slip during measurements. The
gap between plates was adjusted by controlling the normal force be-
tween 2 and 10 N depending on the volume fraction of the samples.
Prior to the measurements, the rest interval at the start of the test was
set to enable sample relaxation from accumulated internal stresses after
setting the gap. Measurements were performed at fixed temperature
(20 °C). The elastic G′ and viscous G″ moduli were measured again in
an oscillatory frequency sweep in the range 0.01–100 rad·s−1. A strain
of γ = 0.01% was chosen that corresponds to the linear viscoelastic
range (LVE), where the storage moduli display constant plateau values.
Steady-state viscosity curves were also recorded under controlled shear
rate from 1·10−5 to 0.1 s−1 with a measuring point duration of 5 min.

Small angle X-ray scattering (SAXS) measurements were carried out
on boehmite dispersions at room temperature (at 20 °C) and without
vacuum insulation on beamline SWING at synchrotron SOLEIL. Sam-
ples were conditioned between two 50 µm Kapton foils. The beam en-
ergy was fixed at 12 keV (λ ≈ 0.1 nm) and two sample to detector dis-
tances (6.2 m and 0.50 m) were used yielding a Q range between 1·10−2

and 10 nm−1. The beam size on the sample was approximately 400 µm
wide and 100 µm high. Two-dimensional scattering patterns (typical
acquisition times around 1 s) were recorded on an Eiger detector. The
curves of scattering intensity versus scattering vector Q, were deduced
from azimuthal angular integration of the SAXS patterns. Curves are
provided in arbitrary intensity as the thickness of the various samples
was not controlled precisely.

3. Results and discussion

3.1. Ionic composition of aqueous phase

The interactions between particles are highly affected by the ionic
environment that directly influences the magnitude of electrostatic re-
pulsion. Thus, ionic composition of dialyzed boehmite sols was exam-
ined to obtain an accurate determination of ionic strength. The compo-
sition of this aqueous phase is defined by (i) dissociation of added salts
and (ii) dissolution reactions of alumina species (arising from peptiza-
tion procedure), whose amount by the end of dialysis becomes negligi-
ble. Accordingly, ionic strength can be determined by the concentration
of nitrate or potassium ions and the pH given in the expo-
nent, which determines its (ionic strength) order of magnitude (in M)

(7)

The concentration of H+ ions determined by pH 5.0–5.1 in the
buffer dialysis reservoir is 10−5 mol·L−1. The concentration of Al ions is
found to be 7·10−5 mol·L−1, which results in the lowest ionic strength
considered in the present study I1 = 4·10−5 mol·L−1. Increase of ionic
strength in this “mother” solution was therefore achieved by adding
KNO3 into the buffer reservoir at a given pH. The expression for ionic
strength can be rewritten as

(8)

The detected concentration of ions for intermediate ionic strength is
found to be 7·10−4 mol·L−1 for K+ ions and 7.5·10−4 mol·L−1 of
ions, resulting in an experimental value of 8·10−4 mol·L−1 (ionic
strength I2 hereinafter). For the highest ionic strength considered in this

study the measured concentration of ions is 1·10−2 mol·L−1 for K+ and
ions, leading to a value of 1·10−2 mol·L−1 (ionic strength I3 here-

inafter).

3.2. Osmotic pressure curves and phase diagram

The osmotic pressure curves and phase diagrams both provide valu-
able information about the role of interparticle interactions on the re-
sulting structure of particles assembly. Fig. 1 shows the results obtained
by osmotic equilibration of dilute boehmite dispersions against PEG so-
lutions of fixed ionic strength at pH = 5.0–5.2. Upon salt addition, the
induced electrostatic screening results in a lower osmotic pressure,
which is consistent with predictions from DLVO theory. Such an effect
is observed for colloidal dispersions whatever the particle shape. In
contrast, the presence of a plateau for medium volume fractions and os-
motic pressure that is observed in the present case appears to be typical
of some plate-like particles. Indeed, it was observed for Na-Wyoming
montmorillonite [20] and laponite [21], whereas no plateau was re-
ported in the case of nontronite [22] and beidellite [23] (at least for
ionic strengths lower than 10−3 M).

The presence of such a plateau might indicate the coexistence of two
phases. Indeed, if a phase transition occurs, the osmotic pressure is ex-
pected to be equal in both phases which would lead to the appearance
of a plateau at the volume fractions separating both phases. This was for
instance evidenced in the study of Pages et al. (2008) [24] who sug-
gested that the plateau observed in osmotic pressure curves for an ionic
strength of 10−3 M can be assigned to the formation of a gel that is ki-
netically trapped during osmotic stress compression and equilibration.
Such a micro-phase separated state was also experimentally evidenced
on laponite dispersions using ultra-small angle X-ray scattering experi-
ments (USAXS), displaying a Q−3 dependence at low angles [25]. The
formation of this latter phase was assigned to the onset of an isotropic/
nematic phase transition (Onsager transition), in agreement with nu-
merical predictions for the phase diagram of charged disk-like colloids
[26].

To further investigate the system, it is relevant to plot a phase dia-
gram obtained on the basis of rheological measurements that will be de-
tailed later in this paper. Basically at this point, the aim is to distinguish
between a free-flowing sol phase and an arrested solid-like phase
(which can be named gel as well). A solid-like state refers to a soft solid
exhibiting a typical dominance of the storage modulus G′ over the loss
modulus G″ over the tested frequencies (0.01–100 rad·s−1) and in the
linear viscoelastic (LVE) range (see Supplementary Materials SP.2). By
applying an increasing mechanical stress, the soft solid starts to flow.
On this basis, the resulting phase diagram is plotted in Fig. 2. The dot-

Fig. 1. Equation of state for boehmite dispersions at various ionic strengths.
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Fig. 2. Rheological phase diagram for boehmite dispersions showing the “>”
shape of the sol-gel transition. Boundaries between the sol and gel phases were
determined using dynamic oscillation shearing in LVE range.

ted line in this diagram corresponds to the sol-gel transition defined as
an average between two distinct points separating the two states. Os-
motic pressure with a step of 10 Pa was imposed to ensure the accuracy
window accounting for the error of 11–12%. One may notice that the
evolution of the sol-gel transition with ionic strength is far from being
trivial. Indeed, the sol-gel transition line first exhibits a positive slope
up to 8·10−4 M, indicating a system dominated by electrostatic repul-
sion whereas in the high ionic strength region, i.e. from 8·10−4 M to
1·10−2 M, the slope is reversed. By interpolation, it can be foreseen that
this line will join the flocculation line located at high ionic strength (be-
tween 0.1 M and 0.15 M, according to [27]). Similar features with a
"nose" in the phase diagram have already been observed in other
charged anisotropic systems, e.g. synthetic compound laponite [28] or
natural clays such as nontronite [29] or beidellite [23].

It must be pointed out that the sol/gel transition in Fig. 2 might co-
incide with the onset of the plateau in the osmotic pressure curves up to
I2 = 8·10−4 M, as already observed for laponite [30]. In contrast, such
correlation significantly diverges for an ionic strength of I3 = 1·10−2 M.
It is tempting to attribute this discrepancy to aggregation processes that
become apparent at such salinity as will be discussed in more details
further in the text.

As already mentioned, the shape of the phase diagram displayed in
Fig. 2 is close to the one observed for laponite. In this latter case, the
evolution of the gelation mechanism with ionic strength has been
highly debated and remains somehow controversial. At very low ionic
strength (in the range of the phase diagram with a positive slope) Levitz
et al. [31] have shown that the sol-gel transition could be interpreted as
a repulsive glass transition (Wigner glass transition) of spherical like
objects. According to Wigner predictions, this arises from the long-
range Coulombic interactions that block the particles at distances from
each other that are much higher than the particle diameter resulting in
a solid-like behavior for very small densities as compared to ordinary
solids. Along similar lines, based on light scattering tests, Bonn et al.
[32] rationalized the dynamics of laponite dispersions at I ∼ 10−4 M
(i.e. just at the “nose” of the transition line) as corresponding to a
glassy-like state (which is characterized by no long-range position order
and by non-ergodicity), where particles are trapped in cages formed by
their neighbors.

For a symmetric monovalent electrolyte, such as KNO3, the Debye
length κ−1 evolves with ionic strength, I, as

(9)

In the case of boehmite particles, considering the size of the
platelets, i.e. 10 nm, at the lowest ionic strength used in the present
work (8·10−5 M), the corresponding Debye length (≈ 34 nm) is much
higher than the average particle size. The particles can then be assimi-
lated to repulsive spheres with a radius of 34 nm forming a gel, once
their ionic clouds start interpenetrating each other. Numerical simula-
tions carried out by Jabbari-Farouji et al. [26] suggest that particles im-
mobilized by strong repulsive double-layer interaction (= in the limit
of low ionic strengths) can indeed reach a solid-like state with ordered
regions. These results are in accordance with data on high-aspect ratio
boehmite rods [33] revealing the existence of glassy state that is formed
way before the isotropic-nematic (I-N) transition occurs. Moreover, nei-
ther the glassy state nor the phase separation was relevant for disper-
sions containing shorter particles, similarly to our results, suggesting
that these processes are presumably driven by excluded volume effects.

In the limit of high ionic strengths, i.e. I3 = 1·10−2 M, the Debye
length is reduced down to ∼3 nm in thickness, electrostatic repulsions
are strongly screened and Van der Waals forces start playing a major
role. Even if the structure of the gel formed in such regions of the phase
diagram remains debated, attractive forces likely start playing a role
providing an argument in favor of a percolation of stacks of platelets
[20,34] governed by attraction between edges and faces that results in
the so-called “house of cards” configuration. The formation of objects
resulting from attraction appears likely in the case of the boehmite sus-
pensions investigated in the present work as (i) suspensions in this re-
gion of the phase diagram appear slightly less translucent than those at
lower ionic strength, which could well indicate the occurrence of aggre-
gation processes; (ii) these suspensions evolve with time in the long
term. Indeed, gel-like behavior appears with time for volume fractions
as low as 0.8% but the sample can be reversibly transformed back to sol
after gentle shaking. Theoretical works (i.e. [35]) associated with nu-
merical simulations on model clay dispersions suggest various modes of
association between platelets when sufficiently high salinity is reached.

In the intermediate region of the phase diagram (8·10−4 M) the De-
bye length κ−1 is comparable to the length of platelet (∼ 10 nm). In this
situation, particle anisotropy starts playing a role and long-range inter-
action with anisotropic short-range excluded interactions both partici-
pate in a complex way to the sol-gel transition. Norrish [36] proposed
in the 1950's that gel formation results from the mutual repulsion of
particles resulting from interactions between their double layers. Evi-
dence for such processes was provided, for instance, by viscosity tests of
Evanko et al. [7] on concentrated alumina dispersions, or by shear
stresses and shear moduli measurements on montmorillonite disper-
sions acquired by Rand et al. [37].

To conclude this section, it appears that a possible interpretation of
boehmite phase behavior can be linked to the interplay between parti-
cle anisotropy and Debye length resulting in a characteristic sol-gel
mechanism given by its delayed appearance at I2 = 8·10−4 M as com-
pared to the low and high limits of tested ionic strengths. Therefore, it is
tempting to attribute the status of reentrant phase transition at high salt
concentration to substantial effect of attraction forces causing cluster-
ing effects, as observed by dispersion's turbidity and time-dependent
gelation.

3.3. Structure and particle organization

The structure of dispersions in various zones of the phase diagram
was examined by small-angle X-ray scattering in a Q range 1·10−2 and
10 nm−1. The total scattering intensity I(Q) per unit particle volume V is
usually expressed as
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(10)

where Q is the scattering vector, Ae is the amplitude scattered by
one electron, Δρ2 is the electronic density difference between particle
and solvent, P(Q) is the form factor and S(Q) the structure factor. In
very dilute dispersions, particle interactions are minimized and, in this
case, S(Q) is close to unity and the scattering pattern then corresponds
to the form factor P(Q). It should be noted, however, that Eq. (10) is
valid for identical particles and if particle positions and particle orienta-
tions are independent.

Owing to the small anisotropy of boehmite particles, we assume, as
first approximation, that the structure factor can be calculated by divid-
ing the scattered intensity by the form factor of the boehmite particle.
This calculated structure factor is referred to as an effective structure
factor.

A curve corresponding to such a situation (ϕ = 0.2 vol%) is shown
in Fig. 3. At short distances (high Q), the asymptotic decrease in inten-
sity follows a Q−4 power law, which is described as the Porod law re-
gion dependent on the interfacial area of the solid-liquid interface. At
intermediate scattering vector, the intensity decreases as ≈ Q−2 over a
narrow range of Q, suggesting the presence of flat objects characterized
by low anisotropy [15]. A similar dependence, but rather more pro-
nounced was constantly reported on several mineral clays, such as lath-
shaped nontronite [22] or disk-shaped laponite, which is consistent
with scattering expected from the scattering objects displaying bidi-
mensional nature. Interestingly, whatever the ionic strength, at low Q,
the intensity keeps on rising, which reveals the presence in the disper-
sion of a few primary aggregates that dominate the signal at low Q.
Note, however, that the curves are not plotted in absolute scale due
samples preparation procedure, which prevents a correct fitting of the
form factor. Still, previous work on similar particles were plotted in
cm−1 and were fitted by a form factor corresponding to average particle
sizes of 3 × 32 × 32 nm [38]. Comparison between both curves shows
that the system studied in the present work is very close to the one al-
ready studied.

SAXS patterns were also acquired on boehmite gels concentrated by
osmotic stress procedures (also presented in Fig. 3). In such cases, the
structure factor Seff(Q) cannot be neglected and can be experimentally
estimated by dividing the intensity obtained for the concentrated dis-
persion I(Q)conc by the intensity measured for a dilute non-interacting
dispersion I(Q)dil (volume fraction of 0.2% in the present study), that is
to say the single-particle function. The measured intensities were di-

Fig. 3. Example of small-angle X-ray spectra for boehmite dispersions at differ-
ent volume fractions (ionic strength I2 = 8·10−4 M).

vided by the known concentration in both cases in order to exclude the
effect of different particle concentrations as

(11)

Therefore, Eq. (11) contains an adjustable parameter f to account for
the effects linked to the non-constant thickness of the gels analyzed by
SAXS.

An example of derived S(Q) in the Q range comprised between 10−1

and 1 nm−1 is shown in Fig. 4 for boehmite gels prepared at an ionic
strength of 8·10−4 M. The positive values of Seff(Q) regardless of concen-
tration and ionic strength imply a repulsive nature of interparticle inter-
actions in the given boehmite dispersions. Furthermore, the curves dis-
play at low Q the presence of a peak, the position of which shifts with
volume fraction whereas at high Q, S(Q) approaches unity. The maxi-
mum observed is rather broad, which can be linked to the fact that the
investigated samples are gels and consequently, rather disordered in
terms of particles positions. Still, the position of the maximum of this
peak can be used to provide an estimate of the interparticle distance
d* according to

(12)

Fig. 5 displays the evolution with volume fraction of the correlation
distances d*. Various trends can be deduced from this plot. (i) The cor-
relation distances decrease with increasing ionic strength. This is ex-
pected and reflects the screening effects of the double layer that results
in a shorter distance between particles. Though the data are limited at
low volume fractions, it is likely a scaling exponent approaching the
value of −1/3, which is a typical of an isotropic state. A similar behav-
ior was observed on several clay minerals, such as beidellite and mont-
morillonite [39], or nontronite [29]. At higher volume fractions, the
curves for the I1 = 8·10−5 M and I2 = 8·10−4 M scale as ϕ−0.96 and
ϕ−0.8, respectively, suggesting a local lamellar ordering of the platelets.
In such a case, the swelling law should be d* = t/ϕ, where t is the
thickness of individual platelets. Since the thickness of elementary par-
ticle is accurately known from earlier studies [15], its integration in
the slope fitting in Fig. 5 might suggest the fact of a certain degree of
layers exfoliation in the investigated boehmite gels. The transition be-
tween both swelling regimes that could indicate the position of a po-
tential isotropic/nematic phase transition is located at volume frac-
tions ≈ 8% and 6% for I1 = 8·10−5 M and I2 = 8·10−4 M, respectively,

Fig. 4. Structure factor Seff (Q) for boehmite dispersions at I2 = 8·10−4 M and at
different volume fractions.
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Fig. 5. Evolution of the interparticle distances as a function of volume fraction
of boehmite dispersions at various ionic strengths.

i.e. far in the gel region according to the phase diagram of Fig. 2. Con-
sequently, the I/N transition, if present is totally hindered by the sol/
gel transition in the boehmite suspensions used in the present study.
Notably, several studies on clay mineral have demonstrated that the
order-disorder transition does not display a trivial dependence with in-
creasing repulsion. For instance, occurrence in the gel phase of flow-
induced birefrigence reminiscent of nematic texture has been reported
on laponite [30] at lower volume fractions when lowering the ionic
strength (in the range of 10−2–10−4 M). Also, aqueous dispersions of
gibbsite platelets have revealed that the I-N transition (not hindered by
gelation, as in our case) is shifted to higher volume fraction when in-
creasing ionic strength [40]. Another example is the phase diagram of
beidellite displaying the similar sol/gel transition line as in our study.
However, the narrow regions of a two-phase system and the nematic
phase were additionally observed by authors [23] showing dependence
on the particle size only, whereas effect of ionic strength was found
negligible. Similar trends have been therefore reported on the phase
diagram of nontronite [29].

3.4. Elasticity of boehmite gels

The use of oscillatory rheology provides detailed information about
the material structure and further illustrates the substantial effect of
bulk solution chemistry on interparticles forces. In order to obtain addi-
tional information on the suspensions, dynamic moduli were also mea-
sured as a function of angular frequency (see Supplementary Materials
SP.3). The evolution of the high frequency elastic modulus G′ for differ-
ent volume fractions and ionic strengths displays a single master curve
that follows a power law with a (ϕ – ϕsol-gel)1.9 dependence (see
Supplementary Materials SP.4). Data points are more scattered at low
volume fractions, which is related to the accuracy of the determination
of the critical volume fraction corresponding to the sol-gel transition.
The data obtained here are similar to those obtained on various clay
minerals (laponite [21], nontronite [29], montmorillonite and beidel-
lite [41]) where an exponent of 2.35 was determined.

3.5. Rheological determination of the interaction potential energy

As shown in different publications, the elastic modulus can be used
to obtain information about electrostatic interactions in various sys-
tems characterized by an elastic response to small deformations, e.g.
lattices [42], aqueous clay dispersions [43], sterically stabilized [44] or
weakly flocculated systems [45]. Buscall et al. [42] were the first ones

to propose a formula linking the high frequency modulus of a slightly
deformed lattice with face-centered cubic symmetry (fcc) and the inter-
action potential that writes

(13)

where ψ is the interaction potential, R the center-to-center separa-
tion distance between particles, N the coordination number (assuming
a f.c.c. packing configuration N = 12) and ϕmax the maximal packing
(ϕmax = 0.74 for f.c.c.).

Eq. (13) therefore illustrates an increasing elastic response originat-
ing from enhanced electrostatic interactions (via deformation of the
charged ionic clouds surrounding particles) that are governed by the
fluctuations of interparticle separation distances during high frequency
oscillatory shearing. Since the electrostatic potential increases steeply
with decreasing separation distance, this thereby leads to deepen inter-
action potentials via increasing second derivative of the potential in
the vicinity of its minimum (= at the nearest neighbor in contact).

In the case of a mainly repulsive system, neglecting attractive inter-
actions, and in the limit of weak surface potentials and small κa < 3 the
repulsive potential ψ(R) can be written as [42]

(14)

where a is the sphere radius, εr the relative permittivity of the elec-
trolyte solution, ε0 the permittivity in the vacuum and ψ0 the diffuse
layer potential defined from ζ-potential measurements. After its differ-
entiation twice and combining with Eq. (13), one then obtains the re-
sulting expression for elastic moduli

(15)

Increasing concentration results in shorter distances between parti-
cles and, for spherical objects, the relation between R, a and ϕ can be
written as

(16)

Since elasticity is linked to a Brownian contribution that acts be-
tween particles like elastic springs to restore the microstructure, it is
best investigated when the suspension is probed at high frequencies ω
(ω is linked to the inverse characteristic relaxation time τ). Therefore,
the G′ value that must be considered in the above described analysis is
the high frequency limit of G′.

In the case of boehmite suspensions, we applied such a procedure to
low and intermediate ionic strengths, as for the highest ionic strength
(I3 = 1·10−2 M), van der Waals attraction is most likely involved, which
impairs the analysis.

Two additional points must be considered. (i) charged colloidal par-
ticles cannot be considered as hard spheres due to the presence of dou-
ble layers and (ii) boehmite particles are not spheres. Indeed, the SAXS
analysis presented above clearly shows the existence of anisotropic fea-
tures for boehmite suspensions. Consequently, some additional calcula-
tions must be performed before being able to apply Eq. (15) to
boehmite dispersions.

Let us first introduce an effective volume fraction ϕeff defined as

(17)
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that depends on the range of electrostatic repulsion through κa and
in which α is a scaling parameter accounting for the overlap of double
layers. Whereas κa is known, α must be determined. To do this, we as-
sume a classical dependence of viscosity for concentrated suspensions
[46] as

(18)

where ηr is the relative viscosity of the suspension defined as the ra-
tio of its viscosity to the viscosity of the suspending medium and ϕ* is
the maximum packing fraction determined experimentally from rheo-
logical tests. According to this equation, for increasing volume fraction,
the viscosity of hard spheres dispersions should follow a power law
with an exponent of − 2 and finally diverge at maximum packing ϕ* .
Fig. 6 presents the evolution of the viscosity of boehmite suspensions
obtained for various volume fractions at low and intermediate ionic
strengths. The extrapolation of data at zero relative viscosity provides
estimates of ϕ* of 9.6 vol% and 12.1 vol% for ionic strengths of
8·10−5 M and 8·10−4 M, respectively (as shown in Fig. 7).

Further assuming that for particles such as the boehmite used in our
study, the maximum volume fraction can be assimilated to ϕ*eff = 1
[43], it is then easy to determine the parameter α in Eq. (17).

Furthermore, for non-spherical particles, the evolution of the inter-
particle distance R as a function of volume fraction cannot be described
by Eq. (16) and it was shown recently [47] that the following expres-
sion applies well to repulsive anisometric particles

(19)

Fig. 6. Zero-shear viscosity curves for colloidal boehmite dispersions at ionic
strengths of 8·10−5 M and 8·10−4 M (steady shear flow measurements).

Fig. 7. Determination of experimental maximum packing fraction for colloidal
boehmite dispersions at ionic strengths of 8·10−5 M and 8·10−4 M.

The term in the denominator in Eq. (19) provides the harmonic av-
erage between the isotropic state at low volume fractions and the orga-
nized state in the limit of high concentrations. The parameter n can be
directly obtained from SAXS data (fitting slopes from Fig. 5) and in our
case, values of 0.96 and 0.8 were taken for ionic strengths of 8·10−5 M
and 8·10−4 M, respectively.
Fig. 8 compares the experimental data obtained for G′ with the predic-
tions made on the basis of Eq. (13). An increase in ionic strength leads
to a decrease of G′, a trend that was already observed for PBMA sys-
tems [44] and polystyrene lattices [48]. It is worth noting that for the
disordered state, the maximum packing number N is no longer valid.
Horn et al. [49] has applied instead the perturbation theory of Bergen-
holtz et al. [44] by considering a pair distribution function g(r) that re-
flects the spatial configuration of particles, displaying a pronounced
sharp maximum at the nearest neighbor distance. In a similar way,
since the plateau moduli were measured for highly concentrated gels,
where particles display locally 2D stacking (Fig. 5), in this case, as a

Fig. 8. High frequency elastic modulus as a function of the volume fraction for
boehmite gels at different ionic strengths. The solid lines correspond to the fit-
ting as discussed in the text according to Eq. (15) with effective volume frac-
tion ϕeff given by Eq. (17). The effective maximum packing is taken 1. The
zeta potentials are ψ0 =187 mV for I1 = 8·10−5 M and ψ0 = 56 mV for I2
= 8·10−4 M. The reciprocal Debye length κ−1 calculated from Eq. (9) is set
34 nm and 10.75 nm for I1 = 8·10−5 M and for I2 = 8·10−4 M, respectively.
N = 6.
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first approximation, N can be fixed to 6 by assuming the repulsive con-
tribution of all six face-face platelet configurations.

Using radii of 30 – 20 nm for I1 = 8·10−5 M and I2 = 8·10−4 M, re-
spectively, a reasonable fit of G′ data is obtained (Fig. 8). Therefore,
such values of a appear in close accordance with DLS measurements,
presented in supplementary information (Appendix E, SP.6). It must be
pointed out though that such values are average values whereas the ac-
tual particles likely display significant polydispersity.

Remarkably, for the lowest ionic strength it can be seen that the zeta
values are over predicted by a factor of 3 in comparison with experi-
mental ζ data acquired for diluted suspensions (see Supplementary
Materials in Appendix D, SP.5). This may be well a consequence of the
constraints of Eq. (14) for repulsive interaction potential ψ(R), which is
applicable only in the limit of weak surface potentials (ψ0 < 50 mV)
[42].

Further tests of the values obtained by fitting G′ values can be ob-
tained by comparing the evolution with volume fractions of distance
<R> obtained by SAXS with those derived from applying Eq. (19) as
displayed in Fig. 9. The results agree fairly well, values calculated from
Eq. (19) being higher than experimental data by a few %. Considering
the complexity1 of the system under investigation, such a result is truly
convincing. The systematic slight overestimation of calculated values
could be due to an overestimation of the effective volume fraction that
could be related to the choice that was made to fix ϕ*eff at 1.

Considering the satisfactory fit between experimental and calcu-
lated values displayed in Fig. 9, Eq. (19) can be used for determining
the interaction potential according to Eq. (14). The results of such a cal-
culation are displayed in Fig. 10. For all the regimes investigated in the
present study, the electrostatic potential is higher than the energy kBT
of thermal fluctuations by at least a factor of 20. The potential decays
rapidly with increasing surface separation and increasing ionic strength
decreases the electrostatic, which concurs with the electrical double
layer concept. As this model was successfully applied to montmoril-
lonite disk-like particles [43], the results presented in our study
strongly suggest that the methodology used here could really be fruitful
for analyzing correlations between electrostatic effects and viscoelastic
properties in colloidal suspensions of anisometric particles.

4. Conclusion and perspectives

Studying in details the phase diagram, rheology and structure of in-
dustrial boehmite suspensions comprised of plate-like particles has pro-
vided a consistent picture of the impact of interparticle interactions on
gelation mechanisms, viscoelastic properties and structural features. In
terms of phase diagram, distinct ranges of interactions modulated by
salt addition have been revealed. Indeed, the transition line separating
liquid suspensions from gel phases exhibits a change of slope from posi-
tive to negative when increasing ionic strength, a behavior similar to
that observed for other plate-like charged colloids (i.e. laponite [31] or
nontronite [29]). This slope inversion occurs at an ionic strength value
(I = 8·10−4 M), for which the corresponding Debye length becomes
comparable with the platelet size. Structural analysis by small angle X-
ray scattering has therefore evidenced local nematic ordering far above
the sol-gel transition, likewise on different clay minerals ([29,39]). Still
no isotropic/nematic transition was observed for boehmite, in contrast
with what was found for aqueous dispersions of gibbsite [50] or small
aspect ratio nontronite [29]. The sol/gel transition appears to hinder
the I/N transition, a feature that was also observed on numerous
anisotropic systems such as montmorillonite [20] or laponite [21]. The
features revealed in the present paper may help in rationalizing these
different situations on the basis of particle anisotropy and ionic
strength. Lastly, by coupling rheological measurements with structural

1 The complexity of the system stems from the particles polydispersity pre-
sented in Appendix A (TEM micrograph) and Appendix E (DLS measurements).

Fig. 9. Evolution of the interparticle distance with volume fraction of boehmite
gels.

Fig. 10. Estimated electrostatic potential for boehmite dispersions at ionic
strengths of 8·10−5 M and 8·10−4 M from Eq. (14), using values of interparticle
distance 〈R〉 determined from calculations, Eq. (19), experimentally measured
zeta potentials ψ0 and values of a as mentioned in the text.

information obtained by SAXS measurements, we were able to extend
the approach initially developed by Buscall et al. [42] to the case of
boehmite platelets displaying moderate polydispersity. An effective
volume scaling accounting for excluded volume effects due to induced
orientational and rotational motion of particles allows capturing inter-
actions over a wide range of particle concentrations and in the limit of
moderate ionic strengths before aggregation processes comes into ef-
fect. We could thus rationalize rheological data on the basis of the elec-
trostatic interactions in the system, which provides a coherent picture
of viscoelastic properties with regard to increasing volume fraction and
ionic strength.

The use of such a model should be further examined on experimen-
tal data of other anisotropic systems to reinforce its validity. This could
also be completed by taking into account electroviscous effects that
were neglected in the present approach [51]. Additional static and dy-
namic birefringence measurements could also provide clearer informa-
tion about the nematic ordering of platelets and future work could cer-
tainly focus on coupling rheological experiments with scattering mea-
surements. This would strengthen the analysis of flow induced orienta-
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tion which might lead to changes in processing condition upon filtra-
tion of such “complex” colloidal suspensions.
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